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Abstract
A modification in the gas separation performance of zeolitic imidazolate framework (ZIF)-supported hollow
fiber (HF) membranes by means of an imine-condensation functionalization reaction carried out by
microfluidics is reported. The accommodation of voluminous amine molecules in the SIM-1, Zn(4-methyl-5imidazolcarboxaldehyde)2, also known as ZIF-94, sod structure during the functionalization reaction caused
the ZIF atoms to be rearranged in a less dense rho structure, with a wider pore diameter and a diminished CO2
affinity. These changes had effects on the membrane performance, resulting in an enhanced CO2 permeance
while maintaining a good permeance-selectivity balance. ZIF aldehyde-containing SIM-1 membranes were
early prepared on the inner side of polymeric P84® HF using a microfluidic approach. The SIM-1 membranes
displayed very interesting results in the separation of gas mixtures of great relevance in the natural gas field.
High selectivities in the separation of He/CH4 (160), H2/CH4 (136) and CO2/CH4 (38) mixtures were
achieved, the first SIM-1 membranes with such a high separation performance to the best of our knowledge.
These SIM-1 membranes were in situ stepwise functionalized with long-chain amine solutions, namely,
hexyl- and nonylamine. Microfluidics allowed the easy sequential implementation of this post-reaction step in
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the membrane fabrication procedure. An imine-condensation reaction took place between the aldehyde groups
in the 4-methyl-5-imidazolcarboxaldehyde ligand forming the SIM-1 and the corresponding amines. The
extent of the reaction was analyzed by FTIR, TGA and XRD, together with the changes in the textural

Keywords
MOF, amine, functionalization, membrane, gas separation

1. Introduction
Metal-organic frameworks (MOFs) offer novel chemical versatility as a result of the extensive supply of
organic moieties in their forming ligands.1,2 This versatility, which had not been previously observed in other
inorganic microporous materials such as zeolites,3 is potentially useful in numerous applications. These
include gas separation4 and adsorption,1,5,6 catalysis7,8 and controlled drug delivery.9 A large number of
studies have taken advantage of this MOF resourcefulness: among others, Thompson et al.10,11 and Eum et
al.12 described the preparation of hybrid mixed-ligand MOFs and the resulting tune in their porosities,
whereas Marti et al.13 and Fei et al.14 reported post-synthetic organic ligand and metal cluster exchanges from
solution, respectively. Moreover, the covalent functionalization reaction is perhaps the most widespread
strategy for MOF post-modification.15,16 Most of these studies report gas adsorption equilibria, but
nevertheless lack diffusion data through the MOF structures, which are needed for prediction of post-modified
separation selectivities.17
An interesting combination of narrow porosity and chemical versatility can be found in aldehyde groupcontaining ZIFs (zeolitic imidazolate frameworks, a subclass of MOFs), such as ZIF-90 (Zn-imidazole-2carboxaldehyde),1 SIM-1 (from Substituted-Imidazolate-Material-1,18,19 also known as ZIF-9420) and ZIF-93
(both SIM-1 and ZIF-93 have the formula Zn-4-methyl-5-imidazolecarboxaldehyde),21 among others. These
ZIFs crystallize in the zeolite-like structures sod (ZIF-90 and SIM-1) and rho (ZIF-93). Because of their
narrow and highly-constricted limiting pore diameters, the properties of these and other ZIFs in their assynthesized form have been widely studied in separation processes.18,22-24 Furthermore, their aldehyde groups
can be functionalized to modify the pore sizes and textural and adsorptive properties of the material.25 Morris
et al. reacted ZIF-90 powder with ethanolamine,26 demonstrating the potential use of MOF crystals as discrete
reactive molecules.27 Huang applied this concept to the membrane field, post-modifying a flat inorganicsupported ZIF-90 membrane.28 This MOF was first reduced (aldehyde to alcohol) with NaBH4 to give rise to
ZIF-91. Meanwhile, an imine-condensation reaction with ethanolamine led to the so-called ZIF-92, which
provided a significant increase in the H2/CO2 separation selectivity. Yu et al. coated a chromatographic
capillary column in a similar manner with APTES-functionalized ZIF-90.29 The same idea was applied by
Aguado et al. in the post-synthetic functionalization of SIM-1 with dodecylamine that increased the
hydrophobicity of SIM-1-coated alumina spheres.30
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The as-synthesized MOF ZIF-90 was afterwards used by Brown et al.31 in the fabrication of outer-supported
MOF hollow fiber (HF) membranes, prior to another work on the fabrication of inner-supported ZIF-8
TORLON® HF membranes by microfluidics.32 To make the synthesis procedure compatible with the
solvents.10,29,33,34 While only sod-ZIF-90 has been crystallized using imidazole-2-carboxaldehyde ligand, both
SIM-1 (sod) and ZIF-93 (rho) can be formed with 4-methyl-5-imidazolecarboxaldehyde depending on the
synthesis procedure.19-21 Although some authors have claimed that imidazole with substituted positions 4 and
5 preferentially forms a ZIF material having the rho structure,21,35-37 crystallization can be positively directed
into the SIM-1 form,18-20,34,38 whose crystalline structure was elucidated in 2015.39 However, although a
superior CO2 adsorption affinity has been reported,18,20 its use in membranes as a molecular sieve for gas
separation remains uncommon and provided only a modest performance.18
The covalent functionalization of MOF structures can be easily implemented in the fabrication of inner-MOFsupported HF membranes by microfluidics, as has recently been achieved in other approaches as the
fabrication of a bimetallic two-layered ZIF membrane.40 MOF crystallization, post-functionalization and
washing steps can be sequenced41 in the desired conditions to tune the membrane to achieve, for instance, a
specific MOF pore size or particular surface textural properties.25 In this manner, MOF versatility under mild
conditions can be exploited, together with the inherent advantages of the microfluidic fabrication of HF
membranes. These include a continuous ecofriendly synthesis procedure with significant solvent and reagent
savings and the protection of the MOF layer.17,42 HF polymeric supports, easy to extrude and shape, are an
efficient and compact conformation for membranes.43,44 They also provide high contact surface to volume
ratios and an enhanced compatibility with MOF materials because of their shared organic character.45
In this work, SIM-1 supported HF membranes exhibiting a high performance in the separation of gas mixtures
with relevance in the natural gas field were prepared by microfluidics. The imine-condensation aldehydefunctionalization reaction within these SIM-1@P84® HF membranes was then applied as a flexible, easilycontrollable additional step in the microfluidic synthesis procedure. The derived effects of the
functionalization with two different amines (hexyl- and nonylamine) were first monitored on the bulk SIM-1
powder and then on the gas separation performance of the membranes by different techniques. An alteration
of the MOF crystalline structure and a parallel reaction with the co-polyimide P84® support were also
observed.

2. Experimental
2.1 Membrane fabrication
The SIM-1@P84® HF membranes were fabricated through the microfluidic setup used in our previous
works.22,42

P84®

(BTDA-TDI/MDI,

3,3’4,4’-benzophenone

tetracarboxylic

dianhydride,

80%

methylphenylene-diamine + 20% methylene diamine) co-polyimide hollow fiber supports (202 µm ID, 356
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µm OD) were fabricated by a procedure described elsewhere.45 These P84® HF supports were intentionally
fabricated highly permeable to be used as supports for membrane fabrication.

plant by means of a PTFE-intended glue. Three microfluidic solutions were prepared and loaded into 20 mL
PP syringes, namely, pure deionized water, a 0.10 mol·L-1 solution of ZnNO3·6H2O (zinc nitrate hexahydrate,
Sigma-Aldrich, 98 %) in deionized water (metal solution) and a 0.25 mol·L-1 4m5ImCA (4-methyl-5imidazolcarboxaldehyde, C5H6N2O, Sigma-Aldrich, 99 %) and 0.13 mol·L-1 NaCOOH (sodium formate,
Sigma-Aldrich, >99 %) solution in a 50/50 v/v deionized water/absolute ethanol mixture (ligand solution).
The HF support was inner soaked and washed with 2 mL of deionized water at an 80 µL·min-1 flow rate, prior
to the start of the SIM-1 growth. The metal and ligand solutions were then injected together at room
temperature at an 80 µL·min-1 flow rate (40 µL·min-1 each) from the syringes using microfluidic pumps (NE300, New Era Pump Systems) into the HF lumen. The mixture of the metal and ligand solutions took place in
a T-junction at the entrance of the HF support. The SIM-1 synthesis lasted 2.5 h and a total volume of 12 mL
(6 mL each) was pumped. Finally, 5 mL of deionized water at an 80 µL·min-1 flow rate was pumped inside
the HF membrane lumen to wash and drag unattached MOF particles. A 20 cm-long piece was cut from the
entire membrane (SIM-1@P84®) and dried at room temperature.

2.2 Membrane post-functionalization with amines
The 20 cm-long SIM-1@P84® piece of membrane remaining was then immediately post-functionalized at
room temperature. A 0.2 mol·L-1 solution of nonylamine (C9H21N, Sigma-Aldrich, 98 %) in absolute ethanol
was injected into the membrane lumen for 2 h, totalizing a volume of 10 mL. Finally, 5 mL of absolute
ethanol at an 80 µL·min-1 flow rate was pumped inside the HF membrane lumen to wash the unreacted
nonylamine, and the resulting C9@SIM-1@P84® membrane was dried at room temperature. The same
procedure was followed with a hexylamine (C6H15N, Sigma-Aldrich, 99 %) solution in deionized water to
obtain a C6@SIM-1@P84® membrane.
The solution stream was continuously collected at the end of the HF. The SIM-1 powder was centrifuged at
10,000 rpm for 15 min and thoroughly washed with deionized water. A portion was then dispersed in the
corresponding 0.2 mol·L-1 amine solution for functionalization for 2 h. The functionalized SIM-1 powders
were finally centrifuged under the same conditions, washed and dried overnight at 100 ºC. Pure SIM-1,
C9@SIM-1 and C6@SIM-1 powders were used for characterization, on the assumption that the MOF forming
part of the membranes had been synthesized in an identical manner. A portion of the SIM-1 dispersion was
allowed to react for 24 h under the same conditions, giving rise to the C9_24h@SIM-1 sample. Figure 1
shows a scheme of the imine-condensation reaction taking place in the aldehyde pendant groups in the SIM-1
during its functionalization, on this occasion with nonylamine.
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Figure 1. Imine-condensation SIM-1 functionalization scheme. Aldehyde groups in the 4m5ImCA ligands in the
SIM-1 structure react with the amine (in this case nonylamine) to form an imine with a pendant hydrocarbon
chain.

2.3 Characterization & permeation testing
XRD (X-ray diffraction) patterns were obtained using a D-Max Rigaku X-ray diffractometer (40 kV, 80 mA)
with a Cu Kα (λ = 0.1542 nm) rotating anode from 3 to 36º (2θ) and a 0.025º·s-1 step. TGA (thermogravimetric analyses) were carried out with a Mettler Toledo TGA/DSC SF/755, oxidizing the samples in an
air atmosphere from 25 to 850 ºC at a rate of 10 ºC·min-1. ATR-FTIR (attenuated total reflection-Fourier
transform infrared spectroscopy) spectra were obtained using a Bruker Vertex 70, accumulating 40 scans from
4000 to 600 cm-1 with 4 cm-1 resolution. N2 adsorption isotherms at 77 K were obtained using a Micromeritics
Tristar, and CO2 adsorption isotherms at 298 K with a Micromeritics ASAP 2020. Samples were previously
degassed at 175 ºC for 8 h. SEM (scanning electron microscopy) images were obtained with a FEI INSPECTF operated at 15 kV.
Permeation testing of the membranes was carried out using the Wicke-Kallenbach technique, the MOF@HF
membranes being sealed with an epoxy resin in a 1/8-inch stainless steel-tubing module, as described
elsewhere.40,42 All permeation tests in this work were carried out at 35 ºC, the temperature being controlled
with a convective oven. Gas mixtures were fed inside the HF lumen, in contact with the MOF layer, whereas
the permeate stream was swept with Ar and analyzed with a MicroGC Agilent 3000A.

3. Results and Discussion
3.1 SIM-1@P84® membranes by microfluidics
High-quality SIM-1@P84® HF membranes were prepared with our microfluidic setup. This demonstrates the
generalization of the method, as in our recent works concerning ZIF-7, ZIF-8, ZIF-93 and ZIF-9.22,40,42 Minor
changes in the versatile microfluidic synthesis can give rise to different MOF inner-supported HF membranes.
In this case, the water/ethanol solvent combination drove the crystallization towards the sod-structure of the
SIM-1, denser than the rho of the ZIF-93.20 These are also the first membranes with the ZIF SIM-1 showing
such a high gas separation performance to the best of our knowledge.
Figure 2 shows the SEM images of the bulk (a) and microfluidic (b) synthesized SIM-1 powdered-samples. A
very wide particle size distribution was observed in the MOF collected during the fabrication of the SIM-1
membranes: each portion of the SIM-1 dispersion volume had a different crystallization-reaction time from 0
to 2.5 h, leading to heterogeneous crystal sizes of SIM-1. A compact and continuous 7.1 ± 0.4 µm SIM-1
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layer was observed on the inner surface of the resulting microfluidic-fabricated P84® HF membranes (Figure
2c-d). FTIR, XRD and TGA results together with the gas adsorption capacity of the SIM-1 powder are shown
in Figures 3 to 5 and S1, respectively. A microporous structure in the SIM-1 powder can be deduced from its
agreement with those previously reported for this material.18,20

Figure 2. SEM images of as-synthesized SIM-1 powder fabricated in batch (a) and that collected during the
microfluidic HF membrane fabrication (b). Images (c) and (d) show the fabricated SIM-1@P84® HF membranes at
different magnifications. A continuous inner-supported SIM-1 layer can be observed.

The constricted pores of SIM-1, with voluminous methyl- and aldehyde pendant groups in positions 4 and 5
in the imidazolate ring, led to good results in the gas separation tests. Averaged gas permeances and
separation selectivities are shown in Table 1. The mixtures used during the tests to be separated in the
membrane are of great interest in the natural gas field, i.e. H2/CH4 and He/CH4 for hydrogen and helium
recovery and CO2/CH4 for natural gas purification.46 Attractive high selectivities were obtained. An effective
molecular sieving mechanism through the SIM-1 porous structure was deduced. The relatively low gas
permeances provided were related to the continuous MOF layers with an absence of defects or pinholes
(Figure 2d) but also with constricted gas diffusion through the MOF material. Moreover, the good adherence
shown in the SEM images suggests a high SIM-1 - P84® polymer compatibility.
Table 1. Averaged permeance and selectivity results obtained in the gas mixture permeation tests at 35 ºC using
pure SIM-1@P84® fabricated membranes.

Gas
He
H2

Kinetic
diameter [Å]
2.6
2.9

Permeance
-2

-1

-1

[mol·m ·s ·Pa ]

Selectivity
[GPU]

-9

15.0 ± 7.5

-9

12.7 ± 6.5

5.0 ± 2.5 · 10

4.2 ± 2.2 · 10

H2
1.2

a

CO2
4.3

a

3.6 ± 0.0

6

CH4
160 ± 14
136 ± 1.0
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CO2
CH4

1.2 ± 0.6 · 10-9

3.5 ± 1.8

3.8

-11

0.1 ± 0.0

3.1 ± 1.5 · 10

37.7 ± 0.8

Ideal selectivities calculated as the ratio of gas permeance data in the studied mixtures.

Therefore, a functionalization reaction involving the pendant aldehyde group in SIM-1 was sequentially
implemented in the microfluidic setup to modify the gas permeation performance of the fabricated
membranes.

3.2 Powdered SIM-1 imine-condensation functionalization
The inner-supported MOF layers on the P84® HF support to be functionalized were reacted with an amine
solution immediately after their growth and washing, as indicated in the Experimental section. Identical
procedures were applied to the powders collected during the corresponding syntheses in order to monitor the
progress of the reaction.
Figures 3 and S1 show the FTIR spectra and TGA curves, respectively, of the functionalized SIM-1 powders,
from which the extent of the reaction could be deduced. A progressive diminishing on the aldehyde band
(1660 cm-1) with respect to that of the imine (1622 cm-1), together with the appearance of a band relating to
the C-H bonding of the aliphatic chain (around 2900 cm-1) was observed as a function of the extent of the
functionalization reaction. Qualitatively, it can be stated that only the SIM-1 treated with nonylamine for 24 h
achieved a full conversion of its aldehyde groups (sample C9_24h@SIM-1), while powdered samples C6@
and C9@SIM-1 were only partially functionalized.

Figure 3. ATR-FTIR spectra of the powdered pure SIM-1 and amine-functionalized SIM-1 samples. A complete
functionalization reaction could only be deduced in the C9_24h@SIM-1 sample, while 2 h-functionalization of the
C6 and C9-amines led to partial conversions.

Besides, a quantitative reaction extent was estimated from TGA using the normalized experimental residues at
750 ºC. Table 2 shows a 43 % functionalization extent in sample C6@SIM-1, while only a slight reactivity
could be deduced from C9@SIM-1 (6.8 %). Hexylamine, water soluble and with a shorter hydrocarbon chain
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than nonylamine, could penetrate deeper in the SIM-1 porous structure and react, giving rise to almost half of
the aldehyde groups being converted into imine-bonded aliphatic pendant chains. In contrast, ethanoldissolved nonylamine, heavier and larger to penetrate in the MOF pores, led to a minor extent of the

taken place from the surface to the bulk material, were positive because they hindered the amorphization of
the material, as shown in Figure 4 for sample C9_24h@SIM-1. The residue of the pure SIM-1 powder at 750
ºC fitted with that expected from its composition.
Table 2. Extent of the SIM-1 amine-functionalization reaction calculated from the TG analyses.
TGA
residuea [wt%]

Expected
residueb [wt%]

Functionalization
Extent [%]

SIM-1

30.1

28.7

0

C9@SIM-1

29.4

19.9

6.8

C6@SIM-1

26.7

22.2

43

C9_24h@SIM-1

16.1

19.9

> 100

a

Normalized residue in weight of the samples after oxidation in air at 750 ºC.

b

Expected residue for a 100 % functionalization reaction extent of the corresponding amine with SIM-1 (i.e. every

pending aldehyde group converted into imine).

At the same time, XRD spectra unexpectedly revealed a structural alteration deriving from the amine reaction
with SIM-1. A sod transformation into the rho crystalline phase was clearly observed (Figure 4), proportional
to the extent of the reaction and the amine weight gain monitored by TGA and concomitant with some loss of
crystallinity in the case of the 24 h reaction with nonylamine. The accommodation of voluminous amine
molecules in the SIM-1 structure during the functionalization reaction, playing perhaps a template role, drove
the ZIF atoms to be rearranged in a less dense crystalline phase structure. The rho structure, formed by the
combination of lta and d8r composite building units, displays a higher cavity diameter (17.9 Å)20 with 8member ring apertures. This crystalline conformation can more easily accommodate the voluminous amine
molecules than sod, built from sod cages with 4- and 6-member ring access windows and displaying a cavity
diameter of 7.5 Å,39 as observed in Figure 4. A similar solution-mediated phase transition was reported within
a Co-NIm ZIF material by Biswal et al., where the size of the solvent used played an important role.37 Herein,
a longer-extended hexylamine reaction led to a similar or larger sod-rho transformation, even with a shorter
hydrocarbon chain, than that of nonylamine. It must be noted that sample C9@SIM-1 also showed a
significant structure change to rho despite its short functionalization extent (6.8 %). This may be explained by
its solution in a more voluminous solvent (ethanol) as compared with hexylamine (water).
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Figure 4. Rendering of the sod structure (a), composed of sod cages (blue), and the rho structure (b), made of lta
(purple) and d8r (green) composite building units, drawn with Diamond software.47 Yellow spheres with the
maximum diameter fitting in the cavity are shown. The 6-member (sod) and 8-member (rho) rings determining the
limiting access entrances to the structures are also indicated. (c) XRD spectra of the pure ZIF-93 (rho) and SIM-1
(sod) powdered samples together with those of the amine-functionalized samples. A crystalline phase
transformation from the sod structure is clearly observed as a consequence of the reaction with voluminous
aliphatic-chain amines.

This structural alteration may have important consequences in the posterior HF membrane performance,
because of a resultant aperture in the pore limiting diameter. Figure 4 shows the limiting ring apertures of the
sod (6-membered) and rho (8-membered) structures.20,48 However, this crystalline phase alteration has not
been reported in previous studies of MOF post-functionalization with amines,26,28 including SIM-1.30 Neither
was this phase transition reported in the ZIF-90 transformation into ZIF-92 by Caro et al.28 ZIF-90 (sod) has
no competitive phase: the methyl group in position 2 in the 2-methylimidazolate ring supposedly prevents the
formation of the rho-phase.35,37 However, SIM-1 (sod), with methyl and aldehyde groups in positions 4 and 5,
has a competitive construction, rho, so that changes in the reaction media (e.g. solvents and guest molecules)
can induce this phase transition.
A completion of the imine-condensation reaction with SIM-1 powder was accomplished by increasing the
reaction time up to 24 h at room temperature (sample C9_24h@SIM-1). The FTIR spectrum showed a 100 %
functionalization of SIM-1 aldehyde groups (Figure 3). However, XRD and later the CO2 adsorption isotherm
(Figures 4 and 5b) revealed the above-mentioned partial destruction of the crystalline structure that led to an

9

CrystEngComm Accepted Manuscript

Published on 15 February 2017. Downloaded by UNIVERSIDAD DE ZARAGOZA on 15/02/2017 09:52:46.

DOI: 10.1039/C7CE00086C

CrystEngComm

Page 10 of 20
View Article Online

DOI: 10.1039/C7CE00086C

amorphous powder with a smaller SSA and a poor CO2 adsorption capacity. Its XRD pattern showed only
crystalline remains of the sod structure. It can be deduced that the deep penetration of voluminous
nonylamine molecules in the SIM-1 crystalline structure led first to a structural alteration (sod to rho) and

sample C9_24h@SIM-1 at 750 ºC (Table 2 and Figure S1), lower than expected from a 100 % functionalized
SIM-1 (19.9 wt%). This could be also related with the loss of crystallinity of the structure during the
functionalization process. In consequence, in order to obtain a proper modification of the properties of the
MOF HF membranes, functionalization with amines must be controlled so as to be only partially completed,
thereby limited in the outermost layers of the supported MOF (the part in contact with the gas mixture to be
separated) but not in the bulk of SIM-1.
Aguado et al. have also reported SIM-1 hydrophobization by means of the modification of alumina-supported
SIM-1 powder with dodecylamine in methanol.30 The progress of the reaction was studied by NMR, yielding
a 22-50 % conversion of the aldehyde groups depending on the support on which the MOF was prepared.
However, no crystalline phase transition into ZIF-93 (rho) was observed although there was some loss of
crystallinity and textural properties. It can be hypothesized that the DMF inside the non-activated SIM-1
pores, insoluble with MeOH, prevented a bulk reaction and structural modification or damage, and that iminecondensation was limited to the crystal surface.

3.3 Functionalized SIM-1@P84® HF membranes with tuned gas separation performance
3.3.1 Changes in textural properties
The modifications induced with the imine-condensation functionalization of the SIM-1 layer inside the P84®
supports, stepwise implemented in the microfluidic fabrication of the membranes, led to significant
consequences for their performance. As observed above, a partial conversion of the crystalline phase together
with a pore constriction resulting from the functionalization reaction must be taken into account when
explaining the membrane separation behavior.
N2 adsorption isotherms at 77 K showed significant changes in the corresponding powders. Figure 5a and
Table 3 show an increase in the pore volume and the specific surface area in the nonylamine-functionalized
C9@SIM-1 derived from the sod conversion into the rho structure even at a low extent of reaction (6.8 %).
The pore volume gain from the structure transformation was not countervailed by the nonylamine chains
introduced by means of the functionalization reaction. Thus the SSA of C9@SIM-1 increased from 591 to
687 m2·g-1, still not as high as that of the ZIF-93 (pure rho phase), namely 765 m2·g-1. In contrast, the reaction
with hexylamine, where a 43 % total conversion was calculated, led to a reduction of the accessible pore
volume and SSA in sample C6@SIM-1 (365 m2·g-1, see Figure 5a and Table 3). This is consistent with the
penetration of the hexylamine chains into the SIM-1 structure countervailing the crystalline transition from
sod to rho.
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Figure 5. (a) N2 adsorption isotherms at 77 K of ZIF-93 (rho) and SIM-1 (sod) powders together with those of the
amine-functionalized SIM-1 samples. (b) CO2 adsorption isotherms at 298 K of the functionalized SIM-1 samples
with hexylamine and nonylamine. An averaged adsorption capacity of SIM-1 from data in the literature18,20,30 is
also shown for comparison.

CO2 isotherms at 298 K showed a reduction in the adsorption capacity of the functionalized samples C9@ and
C6@SIM-1 compared to that of as-prepared SIM-1 (Figure 5). This reduction depended on the extent of the
functionalization reaction, so that the 43 % reacted C6@SIM-1 only adsorbed 0.89 mmol CO2 per gram,
whereas the 6.8 % C9@SIM-1 adsorbed 1.5 mmol·g-1 (Figure 5b and Table 3), less than half the CO2
adsorption capacity of SIM-1 at 303 K reported by Aguado et al. (2.5-2.9 mmol·g-1).18,30 This is the case even
after the N2 pore volume gain in the C9@SIM-1 mentioned above. Our hypothesis is that this phenomenon is
related with a diminished CO2 affinity of the material, induced by the partial substitution during the
functionalization reaction: a highly polar group (aldehyde) with a delocalized electric charge was substituted
by a fully-saturated apolar hydrocarbon chain.49,50 The reduction in the polar moieties that strongly adsorb
CO2 would lead to a faster CO2 diffusion through the structure of the functionalized SIM-1, independently
from the modified crystalline phase (sod partially converted to rho in the functionalized samples). In fact, the
CO2 adsorption capacity of these functionalized samples was still lower than that of ZIF-93 (1.6 mmol·g-1) at
1 bar reported by Morris et al.20 In contrast, at high pressures (up to 60 bar),20 and as reported by Biswal et
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al.,37 higher CO2 adsorption capacities have been reported for the rho-structured ZIF than for the same ZIF
with the sod structure because of the larger pore volumes of the former.

SSAa
[m2·g-1]

Pore volumeb
[cm3·g-1]

CO2 adsorbedc
[mmol·g-1]

SIM-1

591

0.31

2.4-2.918,20,30

C6@SIM-1

365

0.29

0.89

C9@SIM-1

687

0.53

1.5

C9_24h@SIM-1

-

-

0.12

ZIF-93

765

0.46

1.620

a

Specific surface area obtained from the adjustment of the N2 isotherm at 77 K to the BET equation.

b

Obtained from the N2 adsorption capacity at a 0.97 relative pressure.

c

CO2 adsorption capacity at 298 K and 1 bar.

Note also that sample C9_24h@SIM-1 showed a low CO2 adsorption (0.12 mmol·g-1), related with the
amorphization of the crystalline structure owing to the completion of the functionalization reaction, as
discussed above. Damage to the crystalline structure during the functionalization reaction may also be related
with this reduction in the SIM-1 adsorption capacity, as observed before.30

3.3.2 Gas separation performance of amine-functionalized SIM-1@P84® HF membranes
As described in the Experimental section, the P84®-supported SIM-1 membranes were identically
functionalized by means of a sequential step in the microfluidic membrane fabrication. The corresponding
amine solutions were micro-pumped in the lumen of the HF membranes. Thus, the changes observed in the
amine-functionalized SIM-1 powders could also predict an influence in the gas separation performance of the
resulting membranes. To verify the effects of the post-synthetic functionalization inside the HF membrane,
XRD analysis was carried out (Figure S2). The sod to rho partial transformation can be observed, in a lower
grade than that observed in the powder samples. Thereby, some mass transport constraint in the SIM-1 thin
film compared to the powder can be deduced.
The SIM-1@P84® membrane functionalization with nonylamine led to an increase in the permeances in the
separation of all the studied gas mixtures, while the corresponding selectivities decreased. The results with the
membrane C9@SIM-1@P84® are shown in Table 4. As could be inferred from the previous analyses with the
powdered SIM-1, larger gas permeances were obtained owing to the increase in the C9@SIM-1 microporous
volume resulting from the alteration in the crystalline structure (see Figure 4). Likewise, the CO2 permeance
was enhanced by a factor of 4.5 (3.5 to 15.7 GPU) after the C9-functionalization, because of a reduced CO2
adsorption affinity that favored a faster CO2 diffusion (Figure 5b). However, the crystalline phase transition
from sod to rho implied a widening of the limiting pore diameter that reduced the molecular sieving effect of
the MOF microporous structure in the gas separations. A significant fall in the separation selectivities was
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therefore observed when compared to the pristine membrane SIM-1@P84®: the selectivities in the H2/CH4
and He/CH4 mixtures, mostly controlled by the molecular exclusion of the large CH4 molecules (with kinetic
diameter of 0.38 nm as compared to 0.29 nm and 0.33 nm for H2 and CO2, respectively), were reduced by
selectivity with the functionalized HF membrane C9@SIM-1@P84® only decreased by 26 % (from 38 to 28,
see Tables 1 and 4). The selectivity drop in this mixture could have been partially hindered by an
enhancement in the CO2 diffusion resulting from the SIM-1 functionalization with the apolar long-chain
amines.
Table 4. Permeance and selectivity results obtained in the gas mixture permeation tests at 35 ºC using C9@SIM1@P84® fabricated membranes.

Gas
He
H2
CO2
CH4
a

Kinetic
diameter [Å]
2.6
2.9
3.3
3.8

Permeance
[mol·m-2·s-1·Pa-1]

Selectivity
[GPU]

1.5 · 10

-8

44.7

1.6 · 10

-8

46.6

5.3 · 10

-9

15.7

-10

0.6

1.9 · 10

H2
1.0

a

CO2

CH4

a

79.1

2.8

85.6

2.9

27.8

Ideal selectivities calculated as the ratio of gas permeance data in the studied mixtures.

The C9-functionalization of the SIM-1 layer in a newly fabricated HF membrane enhanced the gas
permeances because of an enlargement of the limiting-pore size resulting from the crystalline phase
conversion from sod to rho. Therefore, the C9@SIM-1@P84® membrane became more permeable in the gas
mixture separations (e.g. the He and H2 permeances increased from 15 and 13 to 45 and 47 GPU,
respectively), while the molecular sieving effect was somewhat diminished. Only the CO2/CH4 separation
selectivity was less affected than that for mixtures with He and H2, which can be explained by a reduction in
the CO2 adsorption affinity in the C9@SIM-1 material, as shown above.
The performance of membrane C9@SIM-1@P84® HF in the CO2/CH4 mixture separation was close to that
predicted by Ray et al.48 for the rho-ZIF-93 material (selectivity of 26.7) and improved the results obtained in
our previous work: a CO2/CH4 separation selectivity of 17 using a P84®-supported ZIF-93 HF membrane.22
This comparison is shown in Figure 6 together with other data arising from MOF@HF membranes.
Therefore, a combination of a mixed sod-rho structure with a partially C9-imine functionalized surface
proved to be positive in the CO2/CH4 separation. This showed a good permeance-selectivity balance
compared to the only sod membrane, SIM-1@P84® (with a CO2/CH4 separation selectivity of 37.7, Table 1),
because of its enhanced CO2 transport. The permeance-selectivity balance is the main threshold to be
overcome in membrane technology.51 Indeed, this better performance in terms of permeability-selectivity of
the functionalized MOF HF membranes highlights the advantages of the new methodology based on the
microfluidics implemented here: i) the functionalization can be sequentially in situ carried out following the
MOF crystallization; ii) it minimizes the possibility of contamination of the membrane sample with the
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surrounding atmosphere; iii) it saves reactants, as demonstrated in previous reports;42 and, finally, iv) it allows
an easier scaling up membrane preparation by parallelization,17,52 also taking advantage of the intrinsic high
efficiency and compactness of the membrane conformation as HF. Moreover, the fabricated membranes

cell volume during the sod to rho structural transformation. This can be related with the advantageous
compatibility between the MOF layer and the flexible polymeric HF support because of their common organic
characters.

Figure 6. Gas permeance and selectivity comparison of the CO2/CH4 mixture separation performance displayed by
HF membranes SIM-1@P84® and C9@SIM-1@P84®. Other MOF-supported polymeric HF membrane data are
shown for comparison: ZIF-8@ and ZIF-93@P84® (a, b),45 ZIF-7@PSF (c)42, ZIF-90@TORLON® (d)31 and NH2MIL-53@ (e)53 and HKUST-1@PVDF (f).54 An upper bound adjustment to the presently-available experimental
data is shown as a guide to the eye.

The functionalization carried out with water-soluble hexylamine led to the HF membrane C6@SIM-1@P84®.
In this case, hexylamine showed a high reactivity with the co-polyimide P84® support. This reaction has been
widely reported in the literature: the degree of cross-linking grade of P84® can be increased with a di-amine
with the aim of making the polymer more resistant to organic solvents.55-59 The amine group is able to react
with the imide-ring in P84®, thus breaking the nitrogen-carbonyl bond, as shown in Figure S3a. This
undesired reaction took place in the SIM-1@P84® HF membrane during its functionalization with
hexylamine, simultaneously with the imine-condensation in the supported-SIM-1 layer, leading to a wreckage
of the P84® structure. The resulting membrane became extremely stiff, showing a poor gas separation
performance (a H2/CH4 separation selectivity of 6.0) and minimum durability due to its brittleness. As
observed in the bulk powder functionalization reaction, a higher amine-P84® reaction extent was obtained
with water-dissolved C6 than with ethanol-dissolved C9, maybe due to the smaller molecular size of the
solvent. As a probe, a P84® HF membrane was allowed to react for 24 h with the C6- and C9-amine solutions
used above. The FTIR spectra of the resulting samples are shown in Figure S3b. Although the ethanoldissolved nonylamine reaction with the P84® polymer cannot be ignored, the reactivity was much lower than
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within the water-dissolved hexylamine media, where the P84® polymer structure was seriously damaged after
24 h. The imide bands (1360, 1713 and 1778 cm-1) disappeared in the C6_24h@P84® spectrum, while the

4. Conclusions
ZIF SIM-1, with a pendant aldehyde group, can be functionalized with an amine under mild conditions. This
functionalization reaction has here been followed through FTIR, XRD, TGA and N2 and CO2 adsorption of
the powdered material. Although limited extents of the reaction were obtained with both hexyl- and
nonylamine (conversion of the aldehyde to imine groups with pendant aliphatic chains in the SIM-1
structure), a crystalline phase alteration was observed. The SIM-1 sod structure was partially transformed into
a wider rho likely to accommodate the voluminous amine groups introduced (perhaps with a template role).
Only short functionalization times were applied, since high extents of reaction led to a complete loss of
crystallinity of the ZIF. Moreover, amine-functionalized SIM-1 showed significant changes in its textural
properties, and a reduced affinity for CO2 adsorption. These changes in the SIM-1 structure affected the gas
separation performance of the resulting membranes fabricated with this MOF.
The nonylamine-functionalized SIM-1@P84® membrane showed higher gas permeances but lower
selectivities compared to the as-made SIM-1@P84® HF membranes. These are the first membranes fabricated
with this MOF to be reported with high separation selectivities, in this case prepared on the inner side of HF
supports by microfluidics. The separation selectivities for He/CH4 and H2/CH4 reduced by about half from
160 and 136, respectively, in the case of the SIM-1@P84® membranes to 79 and 86 in the case of the
C9@SIM-1@P84® membrane. This was the result of a decreased molecular sieving effect caused by the
crystalline phase transformation described above. However, the CO2/CH4 separation selectivity decreased by
only 26 % (from 38 to 28), the CO2 permeance increasing from 4 to 16 GPU. This was attributed to the
withdrawal of the free electrical charge of the aldehyde polar group through the imine-condensation reaction,
which led to enhanced CO2 diffusion through the C9@SIM-1 structure. Hexylamine showed a high undesired
reactivity with the P84® polymer in the HF support and led to the collapse of the membrane.
Finally, although several post-synthetic functionalization reactions with ZIFs have been previously reported in
the literature, a direct relationship of these with the changes in the gas separation performance has been found
in this work. An in situ sequential post-synthetic reaction was easily accomplished in the HF membrane
fabricated by microfluidics. The easily-controllable additional step comprising the functionalization led to a
permeance-selectivity performance balancing the molecular sieving effect through the constricted pores of the
MOF and adsorption phenomena in the resulting membrane. This technique stands out for its versatility and
suitability for up-scaling by means of parallelization, and is also environmentally friendly in terms of
efficiency (HF membrane modules offer the highest area to volume ratio) and reactant savings.
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