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The surface of a thermomechanical pulp (TMP), containing 26 wt% of lignin, was modified by
silanization with trichloromethylsilane (TCMS) via chemical vapor deposition, and thoroughly
analyzed for its physicochemical properties by inverse gas chromatography (attenuated total
reflection-Fourier transform infrared spectroscopy and X-ray photoelectron spectroscopy
being used as complementary tools). For a 2-min TCMS-treated TMP, a decrease of the
dispersive component of the surface energy from 38 to 14 mJ m−2 (at 40°C), and, at the same
time, an increase of the Lewis acidic and Lewis basic characters were found. The surface of
this sample, modified in a high extent, was similar to that of a bleached kraft pulp (<0.1 wt%
of lignin) subjected to the same silanization process, which is suggested as being due, in both
cases, to the formation of a methyl-silica coating on the fiber’s surface. The new silanized
fibers obtained from cheap TMP can be used for the production of a new generation of
biocomposites with a variety of matrices.
KEYWORDS. Lignocellulose, chemical vapor deposition,
chromatography, surface energy, Lewis acid-base character

INTRODUCTION

silanization,

inverse

gas

hydrophilic character. For example, a previous
study showed a water contact angle of ca. 15°
measured using the sessile drop method on a
chemithermomechanical pulp (CTMP) paper
with a high lignin surface content,[4] and a
water contact angle of 43° was reported for a
similar CTMP using the Wilhelmy plate method
for single fibers.[5] Lignocellulosic fibers show
thus a natural tendency to absorb water but
also a very low affinity toward hydrophobic
materials, that is to say, two characteristics that
hamper their use in a multitude of applications. For this reason, over the last decades a
lot of effort has been devoted to chemically
modify the hygroscopic and polar character of
cellulose fibers.[6,7]
Among the various approaches described
in the literature for the hydrophobization

Lignocellulosic fibers have long been used
for different applications, especially as the main
constituent of paper and paperboard, but also
as a component in a wide variety of composite materials.[1] These fibers present different
compositions and characteristics depending on
the raw material and the conditions used in
their production.[2,3] For instance, kraft pulping followed by bleaching renders relatively
pure cellulose fibers (>85% cellulose) but at
low extraction yields (ca. 50%), while thermomechanical pulping produces fibers rich in
hemicelluloses (up to 20%) and lignin (ca. 25%)
at a very high yield (>95%).
Lignocellulosic
fibers
are
typically
hydrophilic, including those with a high content of lignin, an aromatic polymer with a less
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of cellulosic materials, only a few methods
lead to highly hydrophobic or even superhydrophobic surfaces, i.e., surfaces with a
water contact angle above 150°.[3,7] Furthermore, those methods usually are either timeconsuming intricate strategies or they focus
almost exclusively on high-purity cellulosic
fibers, in which the negative effect of the
presence of the other wood components on
the efficiency of these modification strategies
is obviated. For instance, superhydrophobic
paper was obtained by physical precipitation
of carnauba wax onto the surface of cellulose fibers, upon immersion of filter paper in
a chloroform solution containing the wax for
2 h and further coagulation in a water/ethanol
bath for 3 h.[8] On the other hand, superhydrophobic peroxide-bleached thermomechanical pulp (TMP) paper was also obtained by
combining O2 etching and plasma-enhanced
chemical vapor deposition of fluorocarbon,[9]
rendering chemically-bonded coatings. Likewise, an example for the superhydrophobization of lignocellulosic fibers is given by the
treatment of bamboo surfaces by combining a
hydrothermal process with ZnO and chemical
vapor deposition (CVD) of fluoroalkyl silane at
130°C for 3 h.[10] Recently, softwood and hardwood surfaces were hydrophobized using a
combination of O2 plasma activation and coating of pre-hydrolyzed methyltrimethoxysilane.
The treatment also imparted oleophobic character to the surface of the materials.[11] Ultimately, all of these seem to be effective, yet
complex multiple-step strategies.
On the other hand, as shown by
the authors in previous studies[12,13]
trichloromethylsilane (TCMS) is an excellent
candidate for this kind of modifications. Under
certain reaction conditions, homopolymerization of TCMS is conveniently favored after
grafting onto the fiber’s surface through the
hydroxyl groups, leading to the formation of a
covalently bonded nanoscale polymethylsiloxane coating.[14,15] The nonpolar character of
the created layer leads to a superhydrophobic
surface in a single and simple step. Different
authors have reported the use of TCMS to treat
cellulosic surfaces, including bleached pulp
treated by immersion in TCMS solution[16] or
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filter paper and cotton linters treated by means
of CVD.[17,18]
In this context, the evaluation of the resultant fiber surface properties with reliable assessment tools becomes of utmost importance
regarding the knowledge, understanding, and
prediction of the new material’s behavior.[19]
With a full characterization of the surface properties, better decisions can be made regarding
the fate of the materials especially in the applications where interface and adhesion issues
have high relevance (e.g., composites reinforcement, specialty papers).
As detailed elsewhere,[20,21] inverse gas
chromatography (IGC) represents a convenient
versatile and sensitive tool to evaluate the
physicochemical properties of the surface of
solid materials in powder, fiber, or other forms.
In brief, by using this technique, a great variety of surface parameters can be obtained for
the material under analysis, including the dispersive component of the surface energy, Lewis
acid-base specific components, the nanoroughness or the Flory–Huggins solubility parameters. IGC is also highly advantageous over the
classical contact-angle measurements for the
analysis of porous, rough, and heterogeneous
surfaces, provided that the material can be
packed into a column. Consequently, it has
been used in the past to assess changes in
the surface properties of cellulose and lignocellulosic materials occurring during functionalization reactions, e.g., esterification by acyl
chlorides,[22] fatty acids[23] , or anhydrides,[24]
coupling reactions with reagents containing
isocyanate moieties[24,25] and chemical modifications with dichlorodiethylsilane or γ aminopropyltriethoxysilane.[26–28]
In previous work, the authors successfully
implemented a simple and fast CVD procedure to obtain superhydrophobic bleached
kraft pulp through a 2-min exposure to TCMS
vapor at ambient temperature and atmospheric
pressure.[13] In addition to obtaining remarkable surface properties, as assessed by IGC
analysis, the efficiency of the functionalization
was found to depend on the reaction conditions, especially CVD temperature and time,
parameters on which the industrial viability of
this kind of processes also strongly depend.
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The optimization of those parameters, together
with the convenient selection of the pulp type,
will ultimately shape economically and industrially viable solutions that can have a place
in the market. Aligned with this statement,
in the present work, TMP fibers have been
subjected to CVD with TCMS and thoroughly
analyzed for their physicochemical surface
properties by IGC. The TMP fibers are cheaper
and easier to produce than bleached kraft pulp
fibers but, as mentioned above, have high
lignin content which has a chemical reactivity
different from cellulose. CVD conditions have
been slightly varied to obtain a low and a high
degree of functionalization, with the objective
of exploring the efficiency of the treatment
at mild conditions. The dispersive component
of the surface energy at several temperatures,
specific components of the free energy of
adsorption of a wide range of probes, and the
Lewis acid-base character of the surface have
been determined, and the results critically
discussed. Attenuated total reflection-Fourier
transform infrared (ATR-FTIR) spectroscopy
and X-ray photoelectron spectroscopy (XPS)
were also used to obtain information on the
chemical structure of the materials surfaces.
The main purpose was thus to evaluate the
extent of changes in the surface chemical properties of the TMP fibers by the CVD treatment
with TCMS (in comparison to the analogous
treatment of bleached kraft pulp) targeting
application of the resultant materials in the
composites production.

EXPERIMENTAL
Materials
A TMP, provided by a local paper mill
was used in this study as received. The lignin
content was found to be 25.8 wt% (TAPPI
T222 om-02 Method) and the ash content
was 1.2 wt% (TAPPI T211 om-12). Cellulose
and hemicelluloses accounted for, respectively,
58.7 and 14.3 wt%, both determined using the
Rowell method.[29] The carboxyl group content
of the pulp was determined through conductometric titration and found to be 0.155 mmol

per g of pulp (all values expressed on a dry pulp
basis).
Ethanol (absolute, 99.8% purity) and TCMS
(99.0% purity) were obtained from Sigma
and used without further purification. All
probes for the IGC analysis were of chromatographic grade and were used as received from
Sigma-Aldrich.
TMP Silanization Via CVD
TMP silanization was carried out using
a semi-continuous protocol, whose setup is
schematized in Figure S1 (see supporting information section). Briefly, first, the pulp sample
was solvent exchanged to ethanol five times
and air-dried from this low surface tension
solvent at room temperature, followed by
grinding in a coffee mill for loosening of the
fibers. Afterwards, the resultant fluffy pulp (in
equilibrium with the moisture in the room environment) was placed in the CVD reactor while
TCMS was injected into the reservoir, a sealed
two-neck flask. Pre-dried and pre-heated air
was used as the TCMS vapor carrier. This air
goes through a silica gel column and then
the inflow pipe is heated up to 50°C before
the junction. At this point, three independent
valves control the path that the air flow follows,
either through the TCMS reservoir or directly
to the reactor, enabling control over the TCMS
exposure. Flow is created by a vacuum pump
at the end of the line and can be regulated
with a flowmeter. In this work, TCMS flow was
adjusted to 1 L/min and TCMS was blown for
30 s and 2 min, in two separate experiments,
in order to produce TMP pulps with a different
degree of functionalization. The TCMS-air
mixture is forced to pass through the reactor
where the pulp samples have been placed
held by a supporting basket with independent
compartments which allows treating several
samples at once. The reaction of TCMS with
cellulose hydroxyls generates HCl gas which is
continuously pumped out of the reactor and
neutralized in a Dreschel bottle containing a
NaOH aqueous solution. Finally, the TCMS flux
is interrupted and air alone is passed through
the samples until the pH of the air at the
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output is neutral (ca. 20 min), which is confirmed by placing a water-damped pH paper at
the exit.
The 2-min TCMS-treated TMP was characterized by its contact angle with water which
was of approximately 142°.
Spectroscopic Measurements
ATR-FTIR measurements were made in a
Bruker Tensor 27 spectrometer equipped with
a MKII Golden Gate ATR accessory. The spectra were recorded in the 400–4000 cm−1 range
with a resolution of 4 cm−1 and a number of
scans of 256. Background spectra were collected before every sampling.
The X-ray photoelectron spectra were
recorded using a Kratos AXIS Ultra HAS equipment. High-resolution C 1s and Si 2p spectra were obtained with a step size of 0.1 eV
and a dwell time of 1500 ms; O 1s spectra
were obtained with a step size of 0.1 eV and
a dwell time of 600 ms. Peak fitting of the
high-resolution spectra was performed using
Gaussian–Lorentzian peak shapes and Shirleytype background subtraction. More details can
be found in Ref. 13.
Inverse Gas Chromatography Analysis
The IGC analysis was performed using
a DANI GC 1000 digital pressure control
gas chromatograph equipped with a hydrogen flame ionization detector. Stainless-steel
columns (0.5 m long and 0.4 cm inside diameter) were washed with acetone and dried
before packing. For each analysis, 1–2 g of
fibers was packed into the gas chromatograph
column, before which the samples were gently
milled using a coffee mill with blunt blades.
The packed columns were shaped in a smooth
“U” to fit the detector/injector geometry of
the instrument and then conditioned overnight
at 105°C, under a helium flow, before any
measurements were conducted. The measurements were taken at the column temperatures
of 40–55°C (with intervals of 5°C) with the
injector and detector kept at 180 and 200°C,
respectively. Helium was used as the carrier gas
with a constant flow rate of ca. 5 mL/min. Small

quantities of vapor (<1 µL) of each probe taken
from the vapor in equilibrium with the liquid
phase (headspace) were injected into the carrier gas, allowing work to be performed under
infinite dilution conditions. The probes used for
the IGC data collection were n-pentane (C5),
n-hexane (C6), n-heptane (C7), n-octane (C8),
trichloromethane (TCM, Lewis acidic probe),
dichloromethane (DCM, acidic), tetrahydrofurane (THF, basic), ethyl ether (basic), ethyl
acetate (ETA, amphoteric), acetone (amphoteric), 1-pentene, 1-hexene, and 1-heptene
(weak Lewis bases). Methane was used as the
reference probe. The retention times were
the average of three injections and were determined using the Conder and Young method.[30]
The coefficient of variation in the retention
time measurements was always lower than 5%.
From the probe’s retention time data,
the dispersive component of the surface
free energy of each material (γ s d ) and the
specific component of the free energy of
adsorption (Ga s ) of different Lewis acidbase probes on the surface of materials have
been obtained.[20,21,31] The theoretical aspects
underlying the calculation of these parameters
are summarized in the supporting information
section.

RESULTS AND DISCUSSION
Assessment of the Silanization
Treatments by Spectroscopic Techniques
The silanization treatments were evaluated
by ATR-FTIR and XPS measurements. The ATRFTIR of TMP after reaction with TCMS using the
2-min protocol (experimental section) showed
two well-resolved peaks at 1272 cm−1 and
780 cm−1 , not observed in the spectrum of the
original TMP (Figure 1), attributed, respectively,
to the symmetric bending vibration of methyl
groups attached to silicon atoms and to the
stretching vibration of Si–C bonds.[15,17] The
FTIR spectrum of the sample produced using
the 30-s protocol, on the other hand, was
closer to that of the original TMP. For the 30-s
treated sample the absorption at ca. 780 cm−1
was barely perceptible and an absorption

Absorbance (a.u.)
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FIGURE 1. ATR-FTIR spectra of untreated and TCMS-treated
TMP samples.

maximum in a similar frequency (1267 cm−1 )
of that measured in the spectrum of the initial
TMP (1265 cm−1 ) was detected (Figure 1).
These results suggest that two samples with
a significantly different extent of silanization
were obtained: a low degree of modification
was obtained for the 30-s treated sample while
for the 2-min treated sample the degree of
modification was high. However, it should be
noted that these assumptions refer only to the
analysis of the surface of the samples up to a
few micrometers depth, carried out during the
ATR measurements. As for the bulk modification, the weight increase in the lignocellulosic
fibers after the CVD treatment with TCMS, that
can be considered an approximate quantitative
measure of the degree of modification, was
0.9 wt% and 1.5 wt% for the 30-s and 2min TCMS-treated TMP samples, respectively.

Note that for the TCMS-treated bleached kraft
pulp, analyzed previously,[13] the degree of
modification was 1.2 wt%.
The surface chemical composition of the
TCMS-treated fibers (in comparison to the
original fibers) was determined by X-ray photoelectron spectroscopy. This technique, similar
to IGC, is a surface specific technique, which
analyzes the surface up to a few nanometers
depth. The XPS results are presented in Table 1.
C and O were found as major elements and
also Si was found on the surface of the treated
fibers. After silanization, the atomic percentage
of carbon decreased, this decrease being more
pronounced for the 2-min TCMS-treated TMP.
The silicon content at the surface was also
higher for the material subjected to a longer
treatment with TCMS. Accordingly, the Si/C
atomic ratio was of 0.08 and 0.48 for the 30-s
and 2-min treated TMP, respectively. These
results confirm the low degree of modification
(silanization) pointed out above by FTIR spectroscopy for the 30-s treated material. On the
other hand, the O/C atomic ratio also increased
from 0.5 in the raw material up to 1.0 in the
2-min TCMS-treated material. Chlorine, as
contaminant, was only detected unambiguously for the 30-s treated TMP (ca. 0.3%,
Table 1). The peak fitting of the high-resolution
C 1s spectra of the different materials (Figure 2
and Table 1) revealed a large increase in the
C1 component (aliphatic carbon), accompanied by the concomitant decrease in the C2
component (carbon in C–O bonds) with the

TABLE 1. XPS atomic percentages, atomic ratios, and results of the peak fitting of C 1s signal for TMP and TCMS-treated TMP (results of
a bleached cellulosic kraft pulp, before and after silanization, are also shown for comparison).
Elements (%)
Material
TMP
30-s TCMS-treated TMPb
2-min TCMS-treated TMP
bSKPc
Sil bSKPc
aC

C 1s components (%)a

Atomic ratios

C

O

Si

O/C

Si/C

C1

C2

C3

C4

67.2
60.6
40.4
62.9
39.5

32.8
34.4
40.0
37.1
41.5

—
4.7
19.5
—
19.0

0.49
0.57
0.99
0.59
1.05

—
0.08
0.48
—
0.48

35.8
41.6
71.5
22.4
65.8

52.0
43.5
22.9
60.6
27.0

10.4
11.0
4.9
14.9
6.5

1.8
3.9
0.7
2.1
0.7

1s components are normalized to 100%. C1 corresponds to carbon that is linked only to hydrogen or to carbon (–C–H; –C–C,
C=C), C2 corresponds to carbon that is additionally linked to a single oxygen (–C–O), C3 is due to O–C–O or –C=O bonds, and C4 is
due to O–C=O bonds.[32]
b Some amount of chlorine (around 0.3%) was also detected for this sample.
c Data taken from Ref.[13]
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FIGURE 2. High-resolution XP spectra with peak fitting in the region of carbon binding energies for TMP and TCMS-treated TMP samples.

Dispersive Component of the Surface
Free Energy
The dispersive component of the surface energy of the TMP before and after
its treatment with trichloromethylsilane was

determined following the Schultz and Lavielle
approach.[34] The results are plotted in
Figure 3. For the original TMP, the γ s d value
was found to be of 37.7 mJ m−2 at 40°C
with a decrease to 33.0 mJ m−2 at 55°C. After
silanization, changes were noted, whose extent
depended on the treated sample. For the 30s TCMS-treated sample, the γ s d was found to
decrease slightly, relatively to the original TMP:
from 37.7 mJ m−2 to 28.5 mJ m−2 at 40°C
and from 33.0 to 27.6 mJ m−2 at 55°C. However, for the 2-min TCMS-treated sample, the
changes in the dispersive component of the
surface energy in comparison to TMP were
remarkably high: the γ s d value decreased to
13.9 mJ m−2 at 40°C (with γ s d values of 13.9

40

30
25

d

(mJ m-2)

35

s

modification process. These changes, which
were more significant for the 2-min treated
TMP, are an indication of the introduction
of methyl groups in the cellulose chain. Following silanization, one signal was detected
in the high-resolution Si 2p spectra (Figure
S2, see supporting information section). The
present XPS results are not substantially different from those reported previously for silanized
bleached kraft pulp (bSKP, Table 1). The O/C
atomic ratio was lower for the reference TMP
than for the reference bSKP, as a consequence
of the high content of lignin in the former.[32,33]
Notwithstanding, after silanization, the surface
chemical composition of both (2-min treated)
TMP and bSKP was similar. Overall, it can
be concluded, based on the results of FTIR
and XPS that a thorough modification of the
lignocellulosic pulp surface occurred in the
case of the 2-min treatment with TCMS. In
the case of the 30-s treatment with TCMS, the
silanization was in a lesser extent. The silanization process can thus convert the surface of
a lignocellulosic pulp (containing about 26%
of lignin) to a methyl-silica surface, similarly
to what was reported before for bleached
cellulose.

20
15
10
30
TMP

40
Sil TMP (30-s)

T (ºC)

50

Sil TMP (2-min)

60
Sil bSKP

FIGURE 3. γ s d values at several temperatures for TMP and
silanized TMP samples (results of silanized bleached kraft pulp
are also shown for comparison[13] ).
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and 14.5 mJ m−2 being measured at 50 and
55°C, respectively). These results, in line to
those reported previously for the silanization of
bleached cellulosic kraft pulp (Figure 3) indicate a full functionalization of the lignocellulosic fibers surface for the 2-min TCMS-treated
sample. For the 30-s treated sample the surface
modification was not as significant, the results
being closer to those of the original unmodified
material. The introduction of methyl groups,
which possess poor ability to establish London
interactions, into the cellulose chains, and a
lower abundance or inaccessibility of the cellulose hydroxyl groups on the surface of the functionalized lignocellulosic material, may have
contributed to the overall effect of a low dispersive component of the surface energy.
There were no significant differences
between the 2-min TCMS-treated thermomechanical pulp and the silanized bleached
kraft pulp, with all values of γ s d (at the several
studied temperatures) falling within the 14–
15 mJ m−2 interval (Figure 3). This result clearly
indicates that the presence of lignin in TMP
had no distinct influence on the surface energy
properties of the final material when a certain
degree of modification was achieved. This is of
particular high relevance regarding the application of these materials in the production of
biocomposites: the silanization of the less costly
TMP and further use of the resultant material
as filler can be presented as a valid solution.
Other modifications were reported to
reduce significantly (although not so remarkably) the dispersive component of the surface
energy of pure cellulose, e.g., esterification or
etherification reactions with incorporation of
alkyl or fluorine-alkyl chains in the cellulose
backbone.[22,35,36] It was also reported that the
surface modification of quartz silica particles
with methyltrimethoxysilane in water (with the
formation of a siloxane coating) produced, as
well, an impressive reduction of γ s d from the
original 255 to 36 mJ m−2 for a full surface
coverage by the silane.[37] Notwithstanding,
the possibility of achieving such behavior by
the functionalization of a lignocellulosic material, as assessed by IGC, is presented here for
the first time and should be highlighted.

J. A. F. GAMELAS ET AL.

Lewis Acid-Base Character
The Lewis acid-base properties of the
materials were evaluated by the injection of a
wide range of Lewis acidic, basic, and amphoteric probes into the IGC column. The main
results for the corresponding specific interaction parameters, obtained using the Schultz
and Lavielle (Figure 4) and the Dorris and
Gray (Figure 5) approaches, expressed in terms
of Ga s of each probe, are summarized in
Table 2.

FIGURE 4. Plots of RTln(Vn ) vs. 2Na(γ l d )0.5 for the adsorption
of n-alkanes and Lewis acid-base probes on TMP and silanized
TMP samples (measurements at 40°C).
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FIGURE 5. Plots of RTln(Vn ) vs. number of carbon atoms for the
adsorption of n-alkanes and 1-alkenes on silanized TMP samples
(measurements at 40°C).

The initial TMP had a dominant amphoteric character, with a slight prevalence of
the Lewis acidity over the Lewis basicity, as
measured by the Ga s (THF)/Ga s (TCM) or
Ga s (ether)/Ga s (TCM) ratios (2.0 and 1.4,
respectively, at 40°C). The specific interaction with some Lewis acid-base probes could
not be measured since these provided very
broad and ill-defined chromatograms (e.g.,
dichloromethane (DCM) and acetone). The
qualitative result with acetone confirms the
amphoteric character of the surface of TMP,
this probe being retained irreversibly on the
surface (i.e., with a too high specific interaction not possible to be measured by IGC). As
for DCM, it should be noted that this probe
has a molecular surface area significantly lower
than the other Lewis acid-base probes used
in this study.[20] Therefore, its smaller size and
less steric constraints contributed to its irre-
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versible retention in the stationary phase (and
thus, similarly to acetone, it was not possible
to measure the corresponding specific interaction by IGC). When the results of TMP are
compared to those of bleached cellulosic kraft
pulp, it is evident the lower Lewis acidity of
TMP, as revealed by lower specific interactions with basic probes (THF, ether) and slightly
higher affinity with TCM, resulting therefore
in lower Lewis acidity-to-basicity ratios (Ga s
(THF)/Ga s (TCM) ratios of 2.0 and 3.4 for
TMP and bleached cellulose, respectively, at
40°C). These differences are certainly due to
the fact that, besides cellulose, the TMP also
contains a significant amount of lignin (26%),
as a consequence of its production process.
The latter confers to the surface a more bipolar
character.[33]
After silanization, the Lewis acid-base characteristics of the surface of TMP changed, in
an extent which was dependent on the degree
of modification. Two distinct cases are present.
For the 30-s TCMS-treated TMP, with a low
degree of modification, a significant increase
(to near the double) of the specific interactions
with basic probes (THF and ether) was found,
and the specific interaction with TCM also
increased. Consistent results were obtained at
2 different temperatures (40 and 55°C). For the
2-min treated TMP the changes of the surface
chemistry were more dramatic. The interaction
with the acidic probe (TCM) increased even
more and was about two times that of the original TMP (Table 2); additionally, all the typical
basic and amphoteric probes (THF, ether, ETA,
acetone) were retained too strongly (not eluted)
on the surface of the 2-min treated TMP. These
results are, thus, a clear indication that both
the Lewis acidity and the Lewis basicity of the
lignocellulosic material surface were increased
by the silanization, the effects being more pronounced for the TMP having a higher extent of
modification.
The retention times with 1-pentene,
1-hexene, and 1-heptene were also measured in order to assess any specific interaction
of these weak Lewis bases with the materials
surface. In contrast to the initial TMP, where
the retention time (and retention volume) of a
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TABLE 2. Specific component of the free energy of adsorption (−Ga s , kJ mol−1 ) of Lewis acid-base probes on the surface of TMP and
silanized TMP samples (results of a bleached cellulosic kraft pulp, before and after silanization, are also shown).
Samples

Probes
Acidica

Basica

Weak basicd

Untreated

TCM

DCM

THF

Ether

Amphoterica
ETA

TMP (40°C)
TMP (55°C)
bSKP (40°C)b

1.90
2.08
1.56

npdc
npdc
4.37

3.78
4.12
5.33

2.71
2.76
4.70

4.81
4.95
6.12

Acidica

1-pentene

1-hexene

1-heptene

Ga s (THF)/
Ga s (TCM)

0
0
0

0
0
0

0
0
0

2.0
2.0
3.4

Basica

Weak basicd

TCMS-treated

TCM

DCM

THF

Ether

ETA

1-pentene

1-hexene

1-heptene

Ga s (THF)/
Ga s (TCM)

Sil TMP, 30-s (40°C)
Sil TMP, 30-s (55°C)
Sil TMP, 2-min (40°C)
Sil TMP, 2-min (55°C)
Sil bSKP (40°C)b

2.61
2.90
3.79
4.11
3.37

npdc
npdc
6.50
7.04
5.02

7.02
7.16
npdc
npdc
npdc

5.09
5.15
npdc
npdc
npdc

npdc
npdc
npdc
npdc
npdc

0.32
0.41
1.51
1.17
1.01

0.22
0.31
1.51
1.27
0.98

0.17
0.10
1.67
1.21
1.01

2.7
2.5
—
—
—

Amphoterica

a Determined

using the Schultz and Lavielle approach.[34]
taken from Ref.[13]
c npd = not possible to determine due to too strong retention.
d Determined using the Dorris and Gray approach.[38]

b Data

specific 1-alkene was equal to that of the corresponding n-alkane, the retention times of the
alkenes for the functionalized materials were
always higher than those of the corresponding
alkanes (Figure S3, see supporting information
section). In fact, even for the 30-s TCMStreated TMP sample, small but significant differences between the RTln(Vn ) values of 1-alkenes
and of the corresponding n-alkanes were also
measured: retention times of 1-alkenes were
systematically higher under the same conditions of temperature and flow rate (Figure 5).
These results revealed a specific interaction of
the surface of the silanized materials with the
π electrons of 1-alkenes. The magnitude of
this specific interaction, as determined by the
Dorris and Gray method, differed between the
two samples of silanized TMP (Table 2). For the
30-s TCMS-treated TMP it was 0.1–0.4 × 106
kJ mol−1 , whereas for the 2-min treated TMP
it was 1.2–1.7 × 106 kJ mol−1 . Furthermore,
for the 30-s treated TMP, the -Ga s (1-alkenes)
decreased with the increasing chain length, i.e.,
1-pentene > 1-hexene > 1-heptene. This has
been already reported for other materials,[39]
and suggests that, for a larger chain, there

may be a more accentuated difficulty in the
orientation of the π electrons in the terminal
of the aliphatic chain toward the acidic groups
of the surface of the material, which provides
the specific interaction. Overall, the results
obtained by the injection of the 1-alkenes confirmed those obtained by the injection of the
stronger Lewis bases: the Lewis acidity of the
TMP surface was enhanced with silanization
and was even more pronounced for the TMP
with a higher degree of modification.
The 2-min TCMS-treated TMP showed a
Lewis acid-base character similar to that of
silanized bleached kraft pulp, although some
slight differences could be noted. In particular,
it was found that the values of the π interaction of 1-alkenes were ca. 1.5 times higher for
silanized TMP than for silanized bleached cellulose (Table 2, 40°C).
Finally, and according to a previous determination of a nanomorphology index by
IGC,[13] the variations in the Lewis acid-base
character during the silanization of the lignocellulosic fibers should be mainly attributed
to changes in the fiber’s surface chemical
structure rather than to changes in the fiber’s
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nanoroughness. The introduction of both basic
siloxane (Si−O−Si) and acidic silanol (Si−OH)
groups on the surface of the TMP may be
responsible for the increase in its Lewis acidbase properties, by enhancing the formation of
Lewis acid-base adducts with Lewis acidic and
Lewis basic probes. Comparable results were
found by IGC for the modification of quartz
silica particles surface with methyltrimethoxysilane in water to produce a siloxane coating,[37]
as thoroughly detailed in previous report.[13] It
was proposed that the (neutral) methyl groups
inserted in the siloxane chain, as they are relatively small, do not hinder (by steric hindrance)
the access of the Lewis acid-base probes to
the acidic and basic sites in the neighborhood of the silicon atoms to which they are
attached[13,37] and thus, the acid-base properties of cellulosic pulp can even be enhanced
by the coating with methyl-silica.
CONCLUSIONS
Lignocellulosic fibers (thermomechanical
pulp, TMP) reacted with trichloromethylsilane
(TCMS) via chemical vapor deposition and
materials with distinct surface chemical properties, as demonstrated by IGC, were obtained.
Two separate treatments, differing in the contact time between the TMP and the TCMS,
yielded samples with a different extent of modification. The dispersive component of the surface energy of the TMP decreased from 38 to
14 mJ m−2 for the 2-min treated TMP and both
the Lewis acidity and the Lewis basicity of the
fibers were enhanced. These results, presented
here for TMP, for the first time, are in line with
those obtained for the silanization of bleached
cellulosic kraft pulp by the same method and
can be related, in both cases, to the formation of a methyl-silica coating on the surface of
the fibers, regardless of the presence of lignin.
Therefore, in spite of the different chemistry,
lignin seems not to have much influence on the
surface chemical properties of the final material, at least if appropriate modification conditions are chosen. In this context, it should
be noted that, besides cellulose, lignin may
also react with TCMS, because it also contains

hydroxyl groups (although in a lesser proportion than cellulose), through which the grafting
may occur. The simultaneous very low surface
energy (dispersive component) and high Lewis
acid-base character of the silanized lignocellulosic fibers may be of high relevance considering their potential application in the production
of new biocomposites. Additionally, the use of
a thermomechanical pulp is preferable over the
use of a bleached kraft pulp for the silanization
modification and further application in composites, since it is cheaper and easier to obtain.
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